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CHARACTERISTIC METHOD RESULTS 

Thickener   Calcium Soap 
Color  Blue ocean  
Texture  Smooth 
NLGI Consistency  3 
Penetration Point at 25oC (mm/10) ASTM D-217 250 
Dropping Point (oC) ASTM D-2265 227 
Water Washout (Wt %) ASTM D-1264 3.75 
Oil Separation (Wt %) ASTM D-6184 0.86 
Copper Strip Corrosion at 100oC, 24Hr ASTM D-4048 1b 
4-Ball EP Test Welding Point (Kgf) ASTM D-2596 400 
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